Section II. Histograms with hydroxyapatite particle sizes
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Figure A: nHA particle sizes obtained in the W/ACET mixture at 15 minutes of UI
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Figure B: nHA particle sizes obtained in the W/THF mixture 15 minutes of UI
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[bookmark: _GoBack]Figure C: nHA particle sizes obtained in the W/ETOH mixture 15 minutes of UI
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(A) Particle sizes of HA obtained in the Water/Acetone
mixture
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(B) Particle sizes of HA obtained in the Water/THF mixture
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(C) Particle sizes of HA obtained in the Water/Ethanol
mixture
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